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FIBERCOM BILISIM VE TELEKOMUNIKASYON  
HIZMETLERI LTD. STI. 
HARAMIDERE BEYSAN SANAYI SITESI,  
BIRLIK CAD. 6/2-3-5, BEYLIKDUZU, ISTANBUL, TURKEY 
 

The following samples were submitted and identified by/on behalf of the client as: 

Name of Product/Item : DOLL SHOES FABRIC, VARIOUS MATERIALS 

Self-declared Style/Item No.   : DOLL SHOES 

Buyer : FIBERCOM 

Supplier : MAYSUN TOYS 

Manufacturer   : MAYSUN TOYS 

Country of Origin    : CHINA 

Country of Destination : TURKEY 

Importer : FIBERCOM 

Requested Age Grading  : 18+  MOTHS 

Sample Receiving Date   : APR 19, 2012 

Testing Period   : APR 19, 2012 TO APR 28, 2012 

 

Test Requested Result 

1. Determination of certain phthalates content in submitted sample in accordance 
with Regulation (EC) No. 1907/2006 of the European Parliament and of the 
Council (REACH) and Its Amendments (previously restricted under Directive 
2005/84/EC) 

PASS  

 
******** For Further Details, Please Refer to the Following Page(s) ******** 

 
Signed for and on behalf of 
SGS-CSTC Ltd. 

 
________________________ 
Feng Shaohong, Jessica 
Senior Technical Manager 
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Results: 
      
1. Regulation (EC) No. 1907/2006 (REACH), Annex XVII – Phthalates Content 
  
Method: With reference to CPSC-CH-C1001-09.3 
Analysis was performed by Gas Chromatography Mass Spectrometer (GC-MS) 
   
Materials can be placed in the Mouth 
 

Test Item(s) 1 2 3 MDL 

Alias No.  1 1 1 -- 

Tracing No.  1 2 3 -- 

Dibutyl phthalate (DBP) ND ND ND 0.003% 

Benzyl butyl phthalate (BBP) ND ND ND 0.003% 

Bis-(2-ethylhexyl) phthalate (DEHP) ND ND ND 0.003% 

Di-“isononyl” phthalate (DINP) ND ND ND 0.010% 

Di-n-octyl phthalate (DNOP) ND ND ND 0.003% 

Di-“isodecyl” phthalate (DIDP) ND ND ND 0.010% 

Total (DBP+BBP+DEHP) ND ND ND -- 

Total (DINP+DNOP+DIDP) ND ND ND -- 

Conclusion (for EU requirement) Pass Pass Pass -- 
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Test Item(s) 4 5 6 MDL 

Alias No.  1 1 1 -- 

Tracing No.  4 5 6 -- 

Dibutyl phthalate (DBP) ND ND ND 0.003% 

Benzyl butyl phthalate (BBP) ND ND ND 0.003% 

Bis-(2-ethylhexyl) phthalate (DEHP) ND ND ND 0.003% 

Di-“isononyl” phthalate (DINP) ND ND ND 0.010% 

Di-n-octyl phthalate (DNOP) ND ND ND 0.003% 

Di-“isodecyl” phthalate (DIDP) ND ND ND 0.010% 

Total (DBP+BBP+DEHP) ND ND ND -- 

Total (DINP+DNOP+DIDP) ND ND ND -- 

Conclusion (for EU requirement) Pass Pass Pass -- 

 

Test Item(s) 7 8 9 MDL 

Alias No.  1 1 1 -- 

Tracing No.  7 8 9 -- 

Dibutyl phthalate (DBP) ND ND ND 0.003% 

Benzyl butyl phthalate (BBP) ND ND ND 0.003% 

Bis-(2-ethylhexyl) phthalate (DEHP) ND ND ND 0.003% 

Di-“isononyl” phthalate (DINP) ND ND ND 0.010% 

Di-n-octyl phthalate (DNOP) ND ND ND 0.003% 

Di-“isodecyl” phthalate (DIDP) ND ND ND 0.010% 

Total (DBP+BBP+DEHP) ND ND ND -- 

Total (DINP+DNOP+DIDP) ND ND ND -- 

Conclusion (for EU requirement) Pass Pass Pass -- 
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Test Item(s) 10 11 12 MDL 

Alias No.  1 1 1 -- 

Tracing No.  10 11 12 -- 

Dibutyl phthalate (DBP) ND ND ND 0.003% 

Benzyl butyl phthalate (BBP) ND ND ND 0.003% 

Bis-(2-ethylhexyl) phthalate (DEHP) ND ND ND 0.003% 

Di-“isononyl” phthalate (DINP) ND ND ND 0.010% 

Di-n-octyl phthalate (DNOP) ND ND ND 0.003% 

Di-“isodecyl” phthalate (DIDP) ND ND ND 0.010% 

Total (DBP+BBP+DEHP) ND ND ND -- 

Total (DINP+DNOP+DIDP) ND ND ND -- 

Conclusion (for EU requirement) Pass Pass Pass -- 

 

Test Item(s) 13 14 15 MDL 

Alias No.  1 1 2 -- 

Tracing No.  13 14 1 -- 

Dibutyl phthalate (DBP) ND ND ND 0.003% 

Benzyl butyl phthalate (BBP) ND ND ND 0.003% 

Bis-(2-ethylhexyl) phthalate (DEHP) ND ND ND 0.003% 

Di-“isononyl” phthalate (DINP) ND ND ND 0.010% 

Di-n-octyl phthalate (DNOP) ND ND ND 0.003% 

Di-“isodecyl” phthalate (DIDP) ND ND ND 0.010% 

Total (DBP+BBP+DEHP) ND ND ND -- 

Total (DINP+DNOP+DIDP) ND ND ND -- 

Conclusion (for EU requirement) Pass Pass Pass -- 
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Test Item(s) 16 17 MDL 

Alias No.  2 2 -- 

Tracing No.  2 3 -- 

Dibutyl phthalate (DBP) ND ND 0.003% 

Benzyl butyl phthalate (BBP) ND ND 0.003% 

Bis-(2-ethylhexyl) phthalate (DEHP) ND ND 0.003% 

Di-“isononyl” phthalate (DINP) ND ND 0.010% 

Di-n-octyl phthalate (DNOP) ND ND 0.003% 

Di-“isodecyl” phthalate (DIDP) ND ND 0.010% 

Total (DBP+BBP+DEHP) ND ND -- 

Total (DINP+DNOP+DIDP) ND ND -- 

Conclusion (for EU requirement) Pass Pass -- 

  

 

************ 
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Specimen Description: 

1. Pink woven band w/ white rubber core (Elastic band) 

2. White velcro (Hook) w/ transparent plastics (Tie) 

3. Red coating on foam sheet 

4. Cream-white foam sheet (Vamp) 

5. Dk. grey foam sheet (Vamp) 

6. Bright white coating on foam sheet 

7. Dull pink coating on foam sheet 

8. White coating on foam sheet 

9. Cream-yellow foam sheet (Vamp) 

10. Snow white coating on foam sheet 

11. White woven band w/ white rubber core (Elastic band) 

12. Lt. red coating on foam sheet 

13. Pearl brown coating on foam sheet 

14. Iridescent glitter w/ pink coating on foam sheet & cream-yellow coating on foam sheet 

15. Off-white foam (Outsole) 

16. Black foam (Outsole) 

17. White foam (Outsole) 

   
Note: - ND = Not Detected (lower than MDL) 

 - MDL = Method Detection Limit  

 - % = percentage by weight 

 - Results shown as ND are ignored in the sum calculation 

 
Summary of upper limits of requirements: 
 
Requirements Permissible Limit 

Regulation (EC) No. 1907/2006 of the European Parliament and of the Council (REACH) and Its 
Amendments (previously restricted under Directive 2005/84/EC) 

- For all toys and childcare articles - Total (DBP+BBP+DEHP) ≤ 0.1% 

- For toys and childcare articles that can be placed in 
the mouth 

- Total (DINP+DNOP+DIDP) ≤ 0.1% 
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Sample Photo:  

 

 
 

SGS authenticate the photo on original report only 

 
 

*** End of Report *** 
 


